
DATE: 06/04/22 

TEST NUMBER: D220406A INERTIA: 62.07kg.m²

PROJECT DATA: BC4101

FRICTION: DM3409SCHEDULE: WEARTEST

DYNO: 6

VEHICLE: 
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Bedding at 150°C

Stop No.
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Wear Test at 150°C

Stop No.
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Wear Test at 300°C

Stop No.
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Wear Test at 400°C

Stop No.


